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B EE BT E R 3) U EREEERER R T
CHINA GENERAL PLASTICS CORP.

R BN T RARBITIIR
NO. 571, MIN-TSU ROAD, TOUFEN, MIAOLI 351, TAIWAN, R. 0. C.

TR R St P H A4 R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

# 45 B (Sample Submitted By) T BEREEMEALy A MR8 (CHINA GENERAL PLASTICS CORP. )

# & % # (Sample Description) 1 Bask 12%Na0Cl

Yo+ 8 #7(Sample Receiving Date) ¢ 2018/701/15

X 2R f] (Testing Period) : 2018/01/15 TO 2018/01/22
AR E £ (Test Requested) D RBESEE %%‘RUHSZUU/B:)/EL Annex 11824537454 (EU) 2015/86334% ~ 4 ~ %

I8~ SRR - $iam %%, DBP, BBP, DEHP, DIBP. (As specified by client, with
reference to RoHS 2011/65/EU Annex II and amending Directive (EU) 2015/863 to
determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP
contents in the submitted sample(s). )

R & (Test Method) : %4 TF—8 (Please refer to following pages).
3k 4 £ (Test Results) : #%MT—8 (Please refer to following pages).
& # (Conclusion) D BBEPARMAMNRS B4R 4 - R AR - SRR - SRM KA, DBP, BBP, DEHP,

DIBP&Y ) 2 4 £ % 4 RoHS4E 4% (EU) 2015/863=/RE & K. (Based on the performed tests
on submitted sample(s), the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs,
PBDEs, DBP, BBP, DEHP, DIBP comply with the limits as set by RoHS and amending
Directive (EU) 2015/863.)
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Test Report
SR ALY A TR 8]
CHINA GENERAL PLASTICS CORP.

W MM T RARBITIR
NO. 571, MIN-TSU ROAD, TOUFEN, MIAOLI 351, TAIWAN, R. 0. C.

sz#8(No. ) ; CE/2018/134320 8 #3(Date) : 2018/01/23

B34 £ (Test Results)

A3k 204 (PART NAME)No. 1 : % &mra (YELLOW LIQUID)

B %: (Page) : 2 of 8

T

ARIE B B AR K ik j&if{;‘] (R:‘ii £ Rl
(Test Items) (Unit) (Method) (L) . (Limit)
4% / Cadmium (Cd) mg/kg |4 #1EC 62321-5 (2013), UK E#MSE 2 n.d. 100
R F a4 Ram. / With
& / Lead (Pb) mg/kg |reference to IEC 62321-5 (2013) and 2 n. d. 1000
performed by ICP-AES.
% / Mercury (Hg) mg/kg |%#1EC 62321-4 (2013), A EAEESE 2 n. d. 1000
4% 5 Tt g Eam. / With
reference to IEC 62321-4 (2013) and
performed by ICP-AES.
~1&4% / Hexavalent Chromium mg/kg |44 1EC 62321-7-2 (2017) » sAUV-VIS#& 8 n. d. 1000
Cr(VI) (@) w5 £#1EC 62321-5 (2013) » A ICP-
AES#:m|. / With reference to IEC
62321-7-2 (2017) and performed by
UV-VIS. s With reference to IEC
62321-5 (2013) and performed by [CP-
AES.
%R %4 f / Sum of PBBs mg/kg - n. d. 1000
—ia 3 / Monobromobiphenyl mg/kg 5 fiid: -
— &1 3 / Dibromobiphenyl mg/kg 5 n. d. .
=sap# / Tribromobiphenyl mg/kg ,_ L 5 n. d. -
wia# % / Tetrabromobiphenyl mg/kg ?%IEC ?232176,(2013)’ LA RAE R AT/ ) nd. -
— - k& k. / With reference to IEC =
F a3 / Pentabromobiphenyl mg/kg 5 n. d. -
T : 62321-6 (2015) and performed by —
oAt % / Hexabromobiphenyl mg/kg GCANS. 9] mn. d. =
ik / Heptabromobiphenyl mg/kg 5 n. d. -
A#i ¥ / Octabromobiphenyl mg/kg ) n. d. =
JLiam X / Nonabromobiphenyl mg/kg 5 n.d. -
+;a8 % / Decabromobipheny!l mg/kg 5 n. d. =

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request
and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at niip j€

drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects
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findings at the time of its intervention only and within the limits of client’s instruction, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties
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Test Report
B G B WBA A Rl a) O O 00 SO
CHINA GENERAL PLASTICS CORP.
B R MEBAMN T RAEEITIR
NO. 571, MIN-TSU ROAD, TOUFEN, MIAOLI 331, TAIWAN, R. 0. C.
AR B Rt IR Pty o |
(Test Items) (Unit) (Method) QDL o (Limit)
%AW R&k48F / Sum of PBDEs mg/kg - n.d. 1000
— & #& / Monobromodiphenyl ether mg/kg 5 n. d. ~
—iAH K&t / Dibromodiphenyl ether mg/kg 5 n. d. =
ZigmRak / Tribromodiphenyl ether mg/kg 9 n. d. =
A K&t / Tetrabromodiphenyl ether | mg/kg %%IFC 62321_6_(2015)’ A RAE R AT/ B n. d. =
AR A& / Pentabromodiphenyl ether | mg/kg #F M. / With reference to IEC 5 n. d. -
— ; 62321 -6 (2015) and performed by -
iR B RAt / Hexabromodiphenyl ether mg/kg GC/NS. 5 n.d. ~
a8 %4t / Heptabromodiphenyl ether | mg/kg 5 n. d. -
AR #a: / Octabromodiphenyl ether | mg/kg 5 n. d. -
#ui M %8s / Nonabromodiphenyl ether | mg/kg 5 1683 7 =
2% A& / Decabromodiphenyl ether mg/kg 5 n. d. =
A _FETHRFE / BBP (Butyl mg/kg a0 n. d. 1000
Benzy!l phthalate) (CAS No.: 85-68-
)
Hxk=Pa=TE& /DB Oibutyl | ne/ke | o o 1pe goso1-s 201n), mmsmmE| R & Rl
phthalate) (CAS No.: 84-74-2) 5 . ;
—— - : /g &R / With reference to [EC -
ﬁﬁk-—?ﬁé“;-—ﬁﬂl‘ﬁ‘é / DIBP (Di- mg/kg [9391_g (2017). Analysis was 50 n.d. 1000
égog};tyl phthalate) (CAS No.: 84- perforned by GCAHS.
HE = — (2-z & #k)as / DEHP| mg/kg 50 n. d. 1000
(Di- (‘2 ethylhexyl) phthalate)
(CAS No.: 117-81-T)
This document is issued by the Company subject ta its General Conditions of Service printed overleaf, avallab\e Cl»n rEqueSt orau:essnbleat V 1‘» 7 .'Z"; ms-and- .Hermon n
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CHINA GENERAL PLASTICS CORP.
W R M RAREITIR
NO. 571, MIN-TSU ROAD, TOUFEN, MTAOLIT 351, TAIWAN, R. 0. C.
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#3x(Note) :

L.

R L e

mg/kg = ppm; 0. lwt% = 1000ppm

n.d. = Not Detected (ki&it)

MDL = Method Detection Limit (77 ikA{5:B]4#EMRAE)
= Not Regulated (#&f4%51{4)

(&)

A TN ANBHE I EMEAEIRE - Bl ES BN d  RABBRHEE -
The result of Cr(VI) is "n.d." as the result of Chromium (Cr) is less than the MDL of Cr(VI), and

confirmation test of Cr(VI) is not required.
EHRAS BRI ASESRZ T HEARMERME  FiETNELRR -

[f the Chromium (Cr) content is not less than the MDL of Cr(VI), confirmation test of Cr(VI) is required.

s fyrdn £ B CE/2018/1343248 4. (This report supersedes the previous document bearing the test report
number CE/2018/13432. )
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R e AR R E) 1 AR T A R
CHINA GENERAL PLASTICS CORP.
Y EBBEHTREBITIR
NO. 571, MIN-TSU ROAD, TOUFEN, MIAOLI 351, TAIWAN, R. 0. C.
F 48 ##8 [ Analytical flow chart of Heavy Metal
BAEUL TR G R TRRER - (NABAMRTERA)
These samples were dissolved totally by pre-conditioning method according to below flow chart. ( Cr¥* test method excluded )
B B A8 EE#/ Technician: JR Wang
B 3t & F A 3R&# / Supervisor: Troy Chang
| i 8 » ¥4k / Cutting ~ Preparation [
| Bk s £ F 1 Sample Measurement I
[
4% Pbl4s Cd/& Hglsg Cr AR & Cr(VI)
v
RGO AR B AR R AT AU | y
Acid digestion with microwave / hotplate | # &4 / Non-meta | 24 / Metal
+ ABS /| PC/PVC | £ t&#t § [Others ,‘
i@k / Filtration v v # 7k 8 { Boiling
| e i 150~160C F water extraction
Dissolving by i 1t / Digesting +
+ + ultrasonication at 150~160C PSPPI
. , o 1R B thad
s | Solution #%:4 | Residue v v Cool, filer
v £60T T 42 AR ! digestate through
i . Tk HE Separating to get filter
1) #if ik / Alkali fusion Digesting at 60°C aqueous phase
2) =&k [ HCl to dissolve by ultrasonication +
I LEPN R E -
+ Add diphenyl-
A 28 % pH/ pH adjustment carbazide for color
ARRATRET 4 A£EE /ICP-AES 7 development
Ao g &5 & / Add diphenyl- v
carbazide for color development ek UV-VIS » F ik
v s iR 540 nm
# R A& | Measure
‘:j UV&V;SI 'Mé A uﬂ?;g??if 5;‘0 nm the absorbance at
428 41 & [ Measure the absorbance .
at 540 nm by UV-VIS by UMD

request or accessible at 1y Conditions.asp:
vwv sgs.comyen/Terms-a _35px. Attention is
ts the Company's

This document is issued by the Company subject to its General Conditions of Service printed overleat, available on
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Unless otherwise stated the results shown in this test report refer only to the samplels) tested.
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Test Report

BRI BB H R 3

CHINA GENERAL PLASTICS CORP.

w R MIAHL T RAREITIR

NO. 571, MIN-TSU ROAD, TOUFEN, MTAOLI 351, TAIWAN, R. 0. C.

(AR S TAE

ST B 54 58 [ Analytical flow chart - Phthalate

B AR R4E% [ Technician: Andy Hsu
B A F A RELE /Supervisor : Troy Chang

[ &3 #£/Mest method: IEC 62321-8]

AR/ 5/
Sample pretreatment/separation

!

bl THF v foked ia AR R R/
Sample dissolved/extracted by THF

!

REURMFE /
Dilute Extracted solution

'

A EEE A/
Analysis was performed by GC/MS
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Test Report
B8 BB R A R 5]
CHINA GENERAL PLASTICS CORP.

B R AN T RAREITIIR
NO. 571, MIN-TSU ROAD, TOUFEN, MIAOLI 351, TAIWAN, R. 0. C.

ge45(No. ) : CE/2018/13432A B #A(Date) : 2018/01/23 B ¥ (Page) : Tof 8

O S

%am k% 85 K8 4R 2H [ Analytical flow chart - PBB/PBDE

B @ AF g% [ Technician: Yaling Tu
B % aF A JRELE [ Supervisor: Troy Chang
kAR E [ First testing process ——»
B4 H a4 A / Optional screen process sssassa:
#3242 F [ Confimation process = » = «p
| Sample/ tf & '
v
r Sample pretreatment / 4% & &7 & 32 J

QU FEEEE I IS EEE NN NENE NN ENEENNNENEEEE
| ]

Screen analysis / 47 & 4 #7
lllllllll_lllll-llllllllllllllll'lllllllll'l

v

Sample extraction #; & % 8/
Soxhlet method % & 3 Bk
|

v
Concentrate/Dilute Extracted solution
ERUGER BB 5 1F
v
| Filter / % R izi#:8 |
v
| GCIMS / #ba i 4 36k |
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Test Report
ER A EHRMNA R
CHINA GENERAL PLASTICS CORP.

H BB RIEIBDTI
NO. 571, MIN-TSU ROAD, TOUFEN, MIAOLT 351, TAIWAN, R. 0. C.

TG

X BE Pk FHRET 0 AETAHTERRA AL/ Fa, K
(The tested sample / part is marked by an arrow if it’s shown on the photo. ) ‘

CE/2018/13432 ;

%% 444 2 (End of Report) **
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